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Guangzhou STLTesting Technology Co., Ltd. No. 15, Hehe road, Shiling, Huadu Dist.,Guangzhou, Guangdong Province, China

广州市顺通检测科技有限公司 广州市花都区狮岭镇合和路 15号 Tel：86-20-36922002 Website：http://www.stl-lab.com

Applicant : Xinsheng Network Supply

Address : West Street, Gaobeidian City, Baoding City, Hebei Province

The following merchandise was submitted and identified by client as：

Sample Name : Hook-buckle body

Order No. : /

Style No. : /

Buyer’s Name : /

Manufacturer : /

Number of Sample : 2PCS

Received Date : 2026-05-08

Tested Date: : 2026-05-08 To 2026-05-08

Test Request :
1. Total Lead (Pb)
2. Total Cadmium (Cd)

Test Method : Please reference to next page(s).

Test Result(s) : Please reference to next page(s).

scan to verify
anti-counterfeiting code：FR0615

Approved：

Technical Director
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Test Result(s)
1. Total Lead (Pb)：

Test Method：With reference to IEC 62321-5:2013, analyzed by AAS.

Test Item(s)
RL

(mg/kg)
Client’s limit
(mg/kg)

Test result (mg/kg)

1

Lead (Pb) 10 500 20

Conclusion Pass

Remark： 1) 0.1%=1000mg/kg

2) RL = Reporting Limit

3) N.D = Not Detected (< RL)

2. Total Cadmium (Cd)：

Test Method：With reference to IEC 62321-5:2013, analyzed by AAS.

Test Item(s)
RL

(mg/kg)
Client’s limit
(mg/kg)

Test result (mg/kg)

1

Cadmium (Cd) 10 100 31

Conclusion Pass

Remark： 1) 0.1%=1000mg/kg

2) RL = Reporting Limit

3) N.D = Not Detected (< RL)
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Test Material list：

Sample(s) Photo

----------- End of Report -----------

No. Sample Description Location

1 Gold Metal Hook-buckle body
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