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Applicant : Changshu City Mocheng Street Mingsheng Zipper Business Department

Address : 2626 Jiulong Market, No.9 Shangcheng North Road, Mocheng Street, Changshu City

The following merchandise was submitted and identified by client as：

Sample Name :
1. Metal Hand Sewing Buckle 1 #;
2. Metal Hand Sewing Buckle 2 #;
3. Metal Hand Sewing Buckle 3#

Order No. : /

Style No. : /

Manufacturer : /

Buyer’s Name : /

Number of Sample : 9PCS

Received Date : 2026-05-12

Tested Date: : 2026-05-12 To 2026-05-13

Test Result(s) : Please reference to next page(s).

scan to verify
anti-counterfeiting code：FR0652

Approved：

Technical Director
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Test Requested and Conclusion(s):

No. Test Sample Standard and Requirement Conclusion(s)

1 Submitted sample
Annex XVII items 63 of the REACH Regulation (EC) No 1907/2006 &
amended (EU) No 836/2012
- Lead content

PASS
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Test Result(s)
1. Total Lead (Pb)：

Test Method：With reference to CPSC-CH-E1001-08.3 , analyzed by AAS.

Test Item(s)
RL

(mg/kg)
Limit
(mg/kg)

Test result (mg/kg)

1+2+3

Lead (Pb) 10 500 10

Conclusion Pass

Remark： 1) 0.1%=1000mg/kg

2) RL = Reporting Limit

3) N.D = Not Detected (< RL)

4)
“+” = This data is obtained from composite testing on more than one materials, it is possible
that result obtained from individual testing on any one of the materials is substantially higher.
Please be cautious when using this data for compliance evaluation.
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Test Material list：

Sample(s) Photo

----------- End of Report -----------

No. Sample Description Location

1 Gold Metal Metal Hand Sewing Buckle 1 #

2 Gold Metal Metal Hand Sewing Buckle 2 #

3 Gold Metal Metal Hand Sewing Buckle 3#
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