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Applicant : Guangzhou shi xinsheng guoji maoyi youxian zeren gongsi

Address :
No.128 Xinyang Primary School Street, Xinyang Village, Shiling Town, Huadu District, Guangzhou

City

The following merchandise was submitted and identified by client as：

Sample Name : Snap buckle

Order No. : /

Style No. : /

Supplier : /

Buyer’s Name : /

Number of Sample : 5PCS

Received Date : 2026-07-06

Tested Date : 2026-07-06 To 2026-07-08

Test Result(s) : Please reference to next page(s).

Approved：

Technical Director
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Test Result(s)
1. Tensile strength：

Test Method：In house method ,analyzed by Universal testing tensile machine.

Sample No. Displacement Time Test result

1 18mm 10.8s 298 lbs

Test Material List：

Sample(s) Photo

Remark： 1) Report STL2026070601E02 is invalid and replaced by report STL2026070601E02R1

----------- End of Report -----------

Sample No. Tested Sample/Part Description Location

1 Snap buckle Silver hook clasp


