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Applicant : GUANGZHOU BEST LEATHER & CASE CO.,LIMITED

Address :
ROOM809#,Building#2,LONGTOU HARDWARE MARKET,Shiling Town, Huadu

District,Guangzhou,China

The following merchandise was submitted and identified by client as：

Sample Name : Zip around weekender Espresso

Order No. : /

Style No. : /

Buyer’s Name : /

Goods Exported to : /

Number of Sample : 1PC

Received Date : 2026-08-03

Tested Date: : 2026-08-03 To 2026-08-03

Test Result(s) : Please reference to next page(s).

Approved：

Technical Director
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Test Result(s)
1. Oscillatory impact：

Test Method：With reference to QB/T 2922-2018 .

Sample No. Test Item(s) Client’s Requirement Test result Conclusion

1 Oscillatory impact

No body cracking,no deformation for

each part, no damage or split seam after

shaking impact.fixed part and joint part

should be not loose.bag lock unlocked

normally, code lock was not stuck,

skipped number, ticked off,disordered

number or code lost control.

Loaded weight 5kg, the single

shoulder strap oscillation 250 cycles,

all components were not damaged.,

Loaded weight 6kg the double handle

oscillation 400 cycles,all components

were not damaged.

Pass
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Test Material list：

Sample(s) Photo

----------- End of Report -----------

Sample No. Tested Sample/Part Description Location

1 Zip around weekender Espresso Black Bag


